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CHECKLIST #0420 FOR THE APPROVAL OF: 
 FIBER REINFORCEMENT FOR NON-STRUCTURAL SLAB ON GRADE 

 
 

  Basic Requirements Checklist. 
 

 One set of the manufacturer's ‘approval document’ including mixtures. 
 

 A signed and sealed statement by a Registered Engineer that the product conforms to 
ASTM C1116. 

 
 Manufacturer’s product brochure with specifications and application instructions. 

 
The following current laboratory tests and test reports in compliance with 
protocol TAS 301. 
 

 Report of test method for flexural toughness and first crack strength of Fiber-Reinforced 
Concrete per ASTM C 1399. 

 
 Current listing of the fiber reinforcement by an approved independent testing agency with a 

follow up program.  
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